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NOTES:

I. CYLINDRICAL BODY SHALL BE MADE WITH CLEAN ROLLERS TO ELIMLINATE
ANY POSSIBILITY QF ANY INCLUSIONS BEING ENTRODUCED INTO THE MATERIAL

2. WELDS SHALL BE CAREFULLY INSPECTED BEFORE MACHINING
3. ALL SEALING SURFACES MUST BE FREE OF NI1CKS/DENTS/SCRATCHES
4, DEGREASE ALL PARTS PRICR TO WELDING

GAS PORT WELD

6. SMALL BLIND HOLE SHALL BE LOCATED DIRECTLY ACROSS FROM CYLINDRICAL
BODY WELD

T. ALL INSIDE WELDS TO BE VACUUM TIGHT

8. FINISHED VESSEL TO BE VACUUM TIGHT. LEAK RATE MUST NOT EXCEED
2.0x10"-9 SCC PER SECOND OF HELIUM GAS

9. FINISHED VESSEL TO BE DEGREASED & CLEANED FOLLOWED WITH ETHANOL
OR METHANOL RINSE -2
TYPe S

10. PROVIDE BLANK-OFF FLANGES TO MATCH EACH FLANGE
— D

I1. SUPPLY BOLTS/WASHERS/NUTS FOR ALL FLANGES (oP-7 !/
: -2

12. SUPPLY O-RINGS FOR FLANGES — S (T T YFE %
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p-13. LEAK TESTING SHALL TAKE PLACE AT VENDOR FACILITY -—
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5. CYLINDRICAL BODY WELD SHOULD BE LOCATED APPROX 90 DEGREES FROM L



